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The correlation between the microstructures and tensile properties of strain-based American
Petroleum Institute (API) X60 pipeline steels was investigated. Eight types of strain-based API
X60 pipeline steels were fabricated by varying the chemical compositions, such as C, Ni, Cr, and
Mo, and the ﬁnish cooling temperatures, such as single-phase and dual-phase regions. In the 4N
and 5C steels, the volume fractions of bainitic ferrite (BF) and the secondary phases increased
with the increasing C and adding Cr instead of Ni. In the 5C and 6NC steels, the volume
fractions of acicular ferrite (AF) and BF decreased with increasing C and adding Ni, whereas
the volume fractions of polygonal ferrite (PF) and the secondary phases increased. In the 6NC
and 6NM steels, the volume fraction of BF was increased by adding Mo instead of Cr, whereas
the volume fractions of PF and the secondary phases decreased. In the steels rolled in the
single-phase region, the volume fraction of polygonal ferrite ranged from 40 to 60 pct and the
volume fraction of AF ranged from 20 to 40 pct. In the steels rolled in the dual-phase region,
however, the volume fraction of PF was more than 70 pct and the volume fraction of AF was
below 20 pct. The strength of the steels with a high volume fraction of AF was higher than those
of the steels with a high volume fraction of PF, whereas the yield point elongation and the strain
hardening exponent were opposite. The uniform elongation after the thermal aging process
decreased with increasing volume fraction of PF, whereas the uniform elongation increased with
increasing volume fraction of AF. The strain hardening exponent increased with increasing
volume fraction of PF, but decreased with increasing volume fraction of AF and eﬀective grain
size.
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I.

INTRODUCTION

TO transport crude oil and natural gas more eﬃciently from the areas of production to areas of
consumption, many studies have examined ways developing high strength and high toughness pipeline steels
with excellent fracture resistance properties against
sudden deformation and fracture by heavy storms,
earthquakes, and seismic sea waves.[1–3] Pipeline steels
are used after the piping and corrosion-resistant coating
processes, in which uniform elongation and the
deformability decrease because of the strain aging
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phenomenon.[4–6] To restrain the strain aging phenomenon during the piping and corrosion-resistant
coating processes, many studies have been conducted
to reduce the number of carbon atoms in ferrite and to
form more cementite.[7–9]
Shigesato et al.[7] reported that cementites were
distributed uniformly when Cr was added in American
Petroleum Institute (API) X80 pipeline steels. When Mo
was added to the API X80 pipeline steels, however, the
cementites were not distributed uniformly but were
almost formed in the narrow space of the bainite lath;
hence, the uniform elongation and deformability of the
API X80 pipeline steels decreased.[7] Hara et al.[8]
reported that continuous yielding behaviors occurred
without a rapid decrease in uniform elongation when
Cr, a strong carbide-forming element, was added to the
API X80 pipeline steels. Shinohara et al.[9] reported that
the uniform elongation of the bainitic API X80 and
X100 pipeline steels increased with increasing the
volume fraction of polygonal ferrite (PF) formed by
the mild accelerated cooling processes. The recently
developed strain-based pipeline steels exhibited discontinuous yielding behavior because the main microstructure was polygonal ferrite and the volume fraction of
hard secondary phases was low.[10,11] The tensile properties of the API pipeline steels are aﬀected by piping
and corrosion-resistant coating processes. Therefore, it
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is important to examine the eﬀects of the microstructures on the tensile properties, such as the strength,
elongation, and strain hardening exponent in the ferritic
strain-based pipeline steels before and after piping and
corrosion-resistant coating processes.
In this study, eight types of the strain-based API X60
pipeline steels were fabricated by varying the chemical
compositions and ﬁnish rolling temperatures, and their
microstructural factors were analyzed. In the chemical
compositions, carbide-forming and austenite-stabilizing
elements, such as C and Ni, and ferrite-stabilizing
elements, such as Cr and Mo, were controlled.[12–16]
Two types of ﬁnish rolling temperatures were used,
single-phase (c) and dual-phase (c + a) rolling conditions. In general, acicular ferrite (AF) and bainitic ferrite
(BF) are formed with ﬁne carbides at the grain boundaries or in the bainitic ferrite grains by single-phase
rolling conditions, whereas the polygonal ferrite is
formed with ﬁne carbides at the grain boundaries under
dual-phase rolling conditions. Moreover, eﬀective grains
and grain boundary conditions, such as low- and
high-angle grain boundaries, were analyzed by electron
backscatter diﬀraction (EBSD) analysis. The tensile
properties, such as strength and uniform elongation,
were measured by tensile tests after piping and coating
simulation processes, and the correlation between the
microstructures and tensile properties of the strainbased API X60 pipeline steels were studied.

II.

EXPERIMENTAL

Table I lists the chemical compositions of the strainbased API X60 pipeline steels and Figure 1 shows the
rolling and heat treatment conditions. All the steels were
austenized at 1373 K (1100 °C) for 2 hours and then
rolled in single-phase region (c region) or dual-phase
region (a + c region) under air-cooling conditions, in
which a reduction ratio of 89 pct was given to make a
plate with a ﬁnal thickness of 32 mm. For convenience, the
steels rolled in the single-phase region and in the
dual-phase region are referred to as ‘-S’ and ‘-D’ steels,
respectively. After the ﬁnish rolling process, the specimens were water-cooled in a cooling rate of 15 K/s, until
773 K (500 °C), and then air-cooled to room temperature.
The steel specimens obtained from a 1/4 thickness
location of the rolled plates were polished and etched in
a 2 pct nital solution and the microstructures of
longitudinal–transverse (L–T) planes were observed by
optical and scanning electron microscope (SEM, model;
S-4300E, Hitachi, Tokyo, Japan). For electron
backscatter diﬀraction analysis, the steel specimens were
Table I.

polished using a colloidal silica solution after mechanical polishing.[17] EBSD analysis (resolution: 400 nm)
was conducted by ﬁeld emission scanning electron
microscope (FE-SEM, model: S-4300SE, Hitachi,
Tokyo, Japan). The EBSD measurements were carried
out after micropolishing using 1 lm diamond suspension and 0.25 lm colloidal silica under an applied
potential of 25 kV and 0.05 lm step size. The data were
then interpreted by orientation imaging microscopy
analysis software provided by TexSEM Laboratories,
Inc. The eﬀective grain size was measured from the
EBSD analysis. The microstructures of longitudinal–transverse (L–T) planes were observed by EBSD.
The tensile specimens were obtained from a 1/4
thickness location of the rolled plates. Round-type
tensile specimens with a gage length of 25 mm and a
diameter of 6 mm were prepared in the transverse
direction according to the ASTM Standard E8/
E8m-13a.[18] A pre-strain of 1 pct was given on tensile
specimens to simulate the strain state of the piping
process and the tensile tests were performed at room
temperature at a strain rate of 0.003 s1 using an
Instron machine (model; 5567, Instron, USA) with a 100
kN capacity. The pre-strain, from 1 to 2 pct, was
applied to the pipeline steel plates during the piping
processes.[6] Heat treatment at 473 K (200 °C) for 5 min
was given to the steel plates to simulate the epoxy
coating process. From the engineering stress–engineering strain curves, the tensile properties, such as the yield
strength, ultimate tensile strength, uniform elongation,
yield ratio, and yielding behavior, were measured.

Fig. 1—Schematic diagram of the rolling and cooling conditions of
the strain-based API X60 pipeline steels.

Chemical Compositions of the Strain-Based API X60 Pipeline Steels (Wt. Percent)

Steel

C

Ni

Cr

Mo

Si + Mn + Ti + Nb + P + S

4N
5C
6NC
6NM

0.04
0.05
0.06
0.06

0.3
0
0.1
0.1

0
0.15
0.15
0

0
0
0
0.15

<0.5
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Fig. 2—Optical micrographs (L–T plane) of the nital etched (a) 4N-S, (b) 4N-D, (c) 5C-S, (d) 5C-D, (e) 6NC-S, (f) 6NC-D, (g) 6NM-S, and (h)
6NM-D steels.
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Fig. 3—SEM micrographs (L–T plane) of the nital etched (a) 4N-S, (b) 4N-D, (c) 5C-S, (d) 5C-D, (e) 6NC-S, (f) 6NC-D, (g) 6NM-S, and (h)
6NM-D steels.
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Table II.

Volume Fractions of Polygonal Ferrite, Acicular Ferrite, Bainitic Ferrite, and Secondary Phase and Eﬀective Grain Size
in the Steels
Volume Fraction (pct)

Steel
4N-S
5C-S
6NC-S
6NM-S
4N-D
5C-D
6NC-D
6NM-D

Polygonal Ferrite (PF) Acicular Ferrite (AF) Bainitic Ferrite (BF) Secondary Phase* Effective Grain Size** (lm)
54.8
56.3
61.2
38.2
80.7
70.1
74.2
70.9

±
±
±
±
±
±
±
±

6.4
7.2
8.3
4.6
9.7
8.4
7.9
6.5

35.6
28.4
23.5
40.3
12.4
20.4
18.8
10.6

±
±
±
±
±
±
±
±

3.1
3.6
2.7
4.6
1.5
2.2
2.1
1.3

8.1
13.2
10.7
17.0
4.1
6.5
1.5
14.6

±
±
±
±
±
±
±
±

0.9
1.8
1.2
2.1
06
0.8
0.2
1.3

1.5
2.1
4.6
4.5
2.8
3.0
5.5
3.9

±
±
±
±
±
±
±
±

0.1
0.2
0.6
0.4
0.3
0.4
0.7
0.3

8.9
7.5
7.2
7.4
6.4
5.7
5.2
6.6

±
±
±
±
±
±
±
±

0.7
0.8
0.6
0.6
0.6
0.5
0.5
0.7

* Secondary phases include martensite–austenite constituents and cementite.
** The eﬀective grain size was measured from the EBSD analysis. The microstructures of longitudinal–transverse (L–T) planes were observed by
SEM.

III.

RESULTS

A. Microstructures
The microstructures of API pipeline steels are dependent on the chemical compositions and the cooling and
rolling conditions, and are classiﬁed according to their
morphological categories.[12,19–22] Polygonal ferrite is
formed at high temperatures and a slow cooling rate,
and has an equiaxed shape nucleated from prior
austenite grain boundaries and very low dislocation
density. With decreasing transformation temperature or
increasing rolling processes, the ferrite grains become
more irregular shaped, in which the ferrite is called
quasi-polygonal ferrite (QPF). Acicular ferrite has an
excellent combination of strength and toughness
because its grains are ﬁne (several micrometers in size),
irregular shaped, and aligned in arbitrary directions.
Bainitic ferrite is generally formed at rapid cooling rates,
and has high strength and low toughness because of its
lath-type microstructure. Secondary phases include
martensite, martensite–austenite constituents which are
ﬁnely formed in regions with high carbon content.
Figures 2 and 3 show the optical and SEM
microstructures of the steels, from which the volume
fractions of the microstructures were measured and
listed in Table II. At least ﬁve micrographs were
analyzed for each of the steels, and the volume fractions
of the microstructures were obtained using an image
analyzer program (Sigma scan pro, Systat Software Inc.,
USA). In view of the equiaxed grain geometry, this type
of ferrite is referred to as equiaxed or PF. It is observed
in the light microscope and is characterized by very low
dislocation densities and the absence of substructure.
The term acicular means shaped and pointed like a
needle. AF is generally characterized by ﬁne grain size,
irregular shape, and alignment in arbitrary directions.
BF is identiﬁed depending on the presence or distribution of secondary phases as a lath-type microstructure.
A subunit nucleates at an austenite grain boundary and
lengthens before its growth is suppressed by plastic
deformation. The steels consisted mainly of PF with a
small amount of AF, BF, and secondary phases. The
volume fractions of microstructures are aﬀected by
2730—VOLUME 47A, JUNE 2016

the chemical compositions and the ﬁnish rolling
temperatures.
In the ‘-S’ steels rolled in the single-phase region, the
volume fraction of PF ranged from 40 to 60 pct and the
volume fraction of AF ranged from 20 to 40 pct. In the
4N-S steel with a low C and high Ni, the volume
fractions of BF and secondary phases were 8 and
1.5 pct, respectively. In the 5C-S steel with a medium C
and Cr, the volume fractions of BF and secondary
phases were high (13 and 2.1 pct, respectively). In the
6NC-S steel with a high C, Cr, and Ni, the volume
fraction of AF was low at 23.5 pct and the volume
fraction of the secondary phases was high at 4.6 pct. In
the 6NM-S steel with a high C and Mo, the volume
fraction of PF was low at 40 pct and the volume
fractions of AF, BF, and secondary phases were high at
40, 17, and 4.5 pct, respectively.
In the ‘-D’ steels rolled in the dual-phase region, the
volume fraction of PF was over 70 pct and the volume
fraction of AF was below 20 pct. The ‘-D’ steels had
fewer low-temperature transformation microstructures,
such as AF and BF, than the ‘-S’ steels. In the 4N-D
steel, the volume fraction of PF was high (80 pct) and
the volume fraction of secondary phases was low
(28 pct). In the 5C-D steel, the volume fraction of PF
was low (70 pct) and the volume fractions of AF, BF,
and secondary phases were 20.4, 6.5, and 3 pct, respectively. In the 6NC-D steel, volume fraction of BF was
low (1.5 pct) and the volume fraction of secondary
phases was high (5.5 pct). In the 6NM-D steel, the
volume fraction of PF was low (70.9 pct) and the
volume fractions of BF and secondary phases were high
(14.6 and 3.9 pct, respectively).
Figure 4 shows the inverse pole ﬁgure maps of the
steels analyzed by EBSD analysis. In the inverse pole
ﬁgure maps, the boundaries between the grains that
showed diﬀerent orientations of 15 deg or higher were
high-angle grain boundaries, which were generally
considered to be eﬀective grains.[23,24] The eﬀective
grain size of the ‘-S’ steels were slightly larger than those
of the ‘-D’ steels because ﬁne PF grains with approximately 3 lm were formed by the rolling processes in the
dual-phase region. The eﬀective grain size of AF in the
METALLURGICAL AND MATERIALS TRANSACTIONS A

Fig. 4—EBSD images of the (a) 4N-S, (b) 4N-D, (c) 5C-S, (d) 5C-D, (e) 6NC-S, (f) 6NC-D, (g) 6NM-S, and (h) 6NM-D steels.

‘-S’ steels was approximately 5 lm, which was larger
than that of PF in the ‘-D’ steels. The ‘-D’ steels showed
band structures with elongated PF grains along the
rolling direction.
B. Room-Temperature Tensile Properties
API pipeline steels are classiﬁed according to the yield
strength. For example, API X60 pipeline steels have a
yield strength over 60 ksi (=413 MPa). Figure 5 shows
the room-temperature engineering stress–engineering
METALLURGICAL AND MATERIALS TRANSACTIONS A

strain curves, from which yield strength, ultimate tensile
strength, uniform elongation, total elongation, yield
point elongation, yield ratio, and strain hardening exponent of the steels were measured, as listed in Table III.
The 4N-S and 6NM-S steels showed continuous yielding
behavior, whereas the others showed the discontinuous
yielding behavior. The yield strength and ultimate tensile
strength of the ‘-S’ steels with a high volume fraction of
AF ranged from 460 to 510 MPa and from 550 to 590
MPa, respectively, which were higher than those of the
‘-D’ steels with a high volume fraction of PF. The uniform
VOLUME 47A, JUNE 2016—2731

Fig. 5—Room-temperature engineering stress–engineering strain curves of the (a) 4N, (b) 5C, (c) 6NC, and (b) 6NM steels.

Table III.

Steel
4N-S
5C-S
6NC-S
6NM-S
4N-D
5C-D
6NC-D
6NM-D

Room-Temperature Tensile Properties of the Steels

Yield Strength
(MPa)

Ultimate Tensile
Strength (MPa)

Uniform
Elongation
(pct)

Total
Elongation
(pct)

Yield point
Elongation (pct)*

Yield Ratio

Strain Hardening
Exponent (n value)**

500
473
460
510
437
429
429
473

584
548
521
573
489
494
500
537

9.9
10.0
13.1
7.6
16.6
12.4
15.1
12.5

33
27
31
23
35
30
33
29

C
1.7
2.9
C
5.1
2.7
2.3
3.4

0.86
0.86
0.88
0.89
0.89
0.87
0.86
0.88

0.09
0.13
0.16
0.08
0.17
0.15
0.16
0.15

* C: continuous yielding behavior.
** Calculated from true strain range, from 1 to 5 pct.

elongation of the ‘-S’ and ‘-D’ steels ranged from 7 to
13 pct and from 12 to 17 pct, respectively. The steels
showed high total elongations of approximately 30 pct,
except for the 6NM-S steel. The yield point elongation of
the ‘-S’ steels ranged from 1.7 to 2.9 pct, which were lower
than those of the ‘-D’ steels (from 2.3 to 5.1 pct). The
strain hardening exponent of the ‘-S’ steels ranged from
0.09 to 0.16 pct, which were lower than those of the ‘-D’
steels (from 0.15 to 0.17 pct). The yield ratios of the steels
were similar.
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Figure 6 shows the room-temperature engineering
stress–engineering strain curves obtained from tensile
tests of the specimens after 1 pct pre-strain and thermal
aging at 473 K (200 °C), from which the tensile
properties were measured as shown in Table IV. All
the steel specimens showed discontinuous yielding
behavior. The yield strength and ultimate tensile
strength of the ‘-S’ steels after 1 pct pre-strain and
thermal aging at 473 K (200 °C) ranged from 445 to
541 MPa and from 515 to 576 MPa, respectively,
METALLURGICAL AND MATERIALS TRANSACTIONS A

Fig. 6—Room-temperature engineering stress–engineering strain curves of the (a) 4N, (b) 5C, (c) 6NC, and (d) 6NM steels after 1 pct pre-strain
and aging at 473 K (200 °C).

Table IV.

Steel
4N-S
5C-S
6NC-S
6NM-S
4N-D
5C-D
6NC-D
6NM-D

Room-Temperature Tensile Properties of the Steels After 1 Pct Pre-strain and Aging at 473 K (200 °C)

Yield Strength
(MPa)

Ultimate Tensile
Strength (MPa)

Uniform
Elongation
(pct)

Total Elongation
(pct)

Yield point
Elongation (pct)

Yield
Ratio

Strain
Hardening
Exponent (n value)

541
445
468
515
438
457
431
481

576
515
534
573
491
532
502
548

9.2
10.4
10.0
10.1
11.4
9.2
9.8
8.6

29
27
28
28
30
26
27
25

2.3
1.8
1.2
1.3
2.7
1.0
1.2
1.2

0.94
0.86
0.87
0.90
0.93
0.86
0.86
0.87

0.09
0.12
0.10
0.10
0.12
0.10
0.10
0.09

which were higher than those of ‘-D’ steels. The
uniform elongation and the total elongation of the ‘-S’
steels were similar to those of the ‘-D’ steels. The yield
point elongation of the 4N steel after 1 pct pre-strain
and thermal aging at 473 K (200 °C) was highest at 2.3
to 2.7 pct, whereas the other steels had a low yield
point elongation of 1.0 to 1.8 pct. The strain hardening
exponent and yield ratio of the steels after 1 pct
pre-strain and thermal aging at 473 K (200 °C) were
similar.
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IV.

DISCUSSION

The volume fractions of BF and secondary phases
increased with increasing carbon content because the
Ar3 temperature was reduced.[13,25] When Cr was added
to the strain-based API X60 pipeline steels, the Bs
(bainite start temperature), Bf (bainite ﬁnish temperature), and Ms (martensite start temperature)
decreased.[26] The volume fractions of PF and AF
increased and evenly distributed ﬁne ferrite grains were
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formed, whereas the volume fractions of BF and
martensite decreased.[16,25] Ni is an austenite-stabilizing
element and eﬀective to improve the strength and
toughness without decreasing the weldability and
low-temperature toughness.[12] Although the carbon
content of 4N steels was low, the steels had high
strength and elongation because of the high Ni content.
(Table III) Mo improves hardenability of steels and the
eﬀect increases more when B or Nb is added
together.[27,28] Moreover, Mo helps to form low-temperature transformation microstructures, such as BF
and martensite, by expanding the carbon-rich regions in
the austenite phase.[15,16] In the 4N and 5C steels, the
volume fractions of BF and the secondary phases
increased with increasing C and adding Cr instead of
Ni. In the 5C and 6NC steels, the volume fractions of
AF and BF decreased with increasing C and adding Ni,
whereas the volume fractions of PF and the secondary
phases increased. In the 6NC and 6NM steels, the
volume fraction of BF was increased by adding Mo
instead of Cr, whereas the volume fractions of PF and
the secondary phases decreased.
Hara et al.[8] reported that high-strain pipeline steels
fabricated by a dual-phase rolling process had band
structures. In this study, the ‘D-’ steels fabricated by the
dual-phase rolling process contained band structures
with elongated PF along the rolling direction, as shown
in Figure 4. Many dislocations can be generated in the
austenite and PF grains during the dual-phase rolling
process; hence, ﬁne-grained PF formed.[29] Therefore,
‘D-’ steels had a ﬁner eﬀective grain size from 5.2 to
6.6 lm than ‘-S’ steels fabricated by a single-phase
rolling process. (Table II)
In Table II, the volume fractions of secondary phases
in the ‘-D’ steels were higher than those in the ‘-S’ steels.
Bainitic steels with high volume fractions of secondary
phases showed high uniform elongations because many
mobile dislocations were generated between the hard
secondary phases and soft microstructures during the
tensile test.[20,30] From the tensile properties prior to
thermal aging at 473 K (200 °C) (Table III), the uniform
elongation of the ‘-S’ steels with a small volume fraction
of secondary phases was low, from 7.6 to 13.1 pct,
whereas the uniform elongation of the ‘-D’ steels with a
large volume fraction of secondary phases was high,
from 12.4 to 16.6 pct. From the tensile properties after
thermal aging at 473 K (200 °C) in Table IV, however,
the uniform elongation of the ‘-S’ and ‘-D’ steels were
similar, probably because many mobile dislocations
were generated in the steels by the deformation of 1 pct
pre-strain and the mobile dislocations moved and
interacted with the carbon atoms via s thermal aging
process, which is called the Cottrell atmosphere.[7,31]
When the volume fractions of the low-temperature
transformation microstructures, such as AF, BF, and
secondary phases were high, many mobile dislocations
remained after the Cottrell atmosphere. In the ‘S’ steels,
the decrease in the uniform elongation was small,
probably because of the many mobile dislocations by
the high volume fractions of AF and BF. On the other
hand, when the volume fractions of the low-temperature
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transformation microstructures, such as AF, BF, and
secondary phases, were low, a small amount of mobile
dislocations remained after the Cottrell atmosphere. In
the ‘-D’ steels, the decrease in the uniform elongation
was large probably because of the small number of
mobile dislocations by the low volume fractions of AF
and BF.
Figure 7 shows the correlation between the D uniform elongation and microstructural factors, such as
the volume fractions of PF and AF and the eﬀective
grain size, in which the D uniform elongation is the
diﬀerence between the uniform elongation after and
before the pre-strain and thermal aging processes.
Nagai et al.[6] reported that the uniform elongation of
API X80 pipeline steels after thermal aging was
reduced when discontinuous yielding behavior occurred
during tensile tests. In this study, all the steels after
pre-strain and thermal aging at 473 K (200 °C) showed
discontinuous yielding behavior, hence uniform elongation decreased. The uniform elongation after the
pre-strain and thermal aging processes decreased with
increasing volume fraction of PF, whereas the uniform
elongation after the pre-strain and thermal aging
processes increased with increasing volume fraction of
AF because many mobile dislocations can be generated
near the AF grains by deformation during the tensile
tests. According to Ma et al.,[32] mobile dislocations
can move parallel to grain boundaries, and even
penetrate them when they are thermally activated.
Therefore, the ﬁne eﬀective grain size restrained the
decrease in uniform elongation, because many mobile
dislocations can be generated and migrated when the
grains were ﬁne.[33,34]
A comparison of the yield point elongation in the
tensile properties revealed the ‘-S’ steels to have continuous yielding behavior and low yield point elongation,
from 1.7 to 2.9 pct, whereas the ‘-D’ steels showed high
yield point elongation, from 2.3 to 5.1 pct. In other
words, the portions of the yield point elongation in
uniform elongation of the ‘-D’ steels were higher than
those of the ‘-S’ steels. After the 1 pct pre-strain and
thermal aging processes, the yield point elongation and
the uniform elongation of the ‘-D’ steels decreased due
to an interaction between a small amount of mobile
dislocations with carbon atoms, i.e., the Cottrell
atmosphere.
The formation of the mobile dislocation aﬀected the
strain hardening exponent. Figure 8 shows the relationship among strain hardening exponent and the volume
fraction of PF and AF, and eﬀective grain size. The
strain hardening exponent increased with increasing
volume fraction of PF, whereas the strain hardening
exponent decreased with increasing volume fraction of
AF and the eﬀective grain size because the dislocations
interacted with carbon atoms during the thermal aging
process, i.e., the Cottrell atmosphere. When the volume
fraction of PF was high, a small amount of mobile
dislocations was generated and interacted with carbon
atoms, resulting in an increase in the strain hardening
exponent. On the other hand, when the volume fraction
of AF was high or the eﬀective grain size was small, a
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Fig. 8—Relationship between strain hardening exponent and volume
fraction of (a) PF and (b) AF, and (c) eﬀective grain size.
Fig. 7—Relationship between D uniform elongation and volume
fraction of (a) PF and (b) AF, and (c) eﬀective grain size.

large number of mobile dislocations was generated
between the AF grains, resulting in an increase in the
strain hardening exponent.
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Figure 9 shows that the inverse pole ﬁgure maps,
grain boundary maps, and geometrically necessary
dislocation (GND) density maps (L-S plane) of the
6NC-D steel were analyzed by EBSD. Kubin and
Mortensen[35] suggested that each subboundary contains
two perpendicular arrays of screw dislocations based on
VOLUME 47A, JUNE 2016—2735

Fig. 9—Inverse pole ﬁgure maps, grain boundary maps, and geometrically necessary dislocation density maps (L-S plane) of the (a) A and (b) B
areas of the 6NC-D steel.

the strain gradient plasticity model.[36] The average
misorientation angle h is converted to GND density
qGND by the following equation[37]:
qGND ¼

2h
;
ub

½1

where u is the unit length which came from step size and
b indicates the magnitude of the Burgers vector. We
used the kernel average misorientation (KAM) maps to
obtain the angle h that are constructed by calculation of
every measurement point up to its ﬁrst or second nearest
neighbors. From the GND density analysis, the eﬀect of
the eﬀective grain size on the GND density was
investigated. The average GND density in the A region
2736—VOLUME 47A, JUNE 2016

with a ﬁne eﬀective grain size was 3.369 9 1014, whereas
the average GND density in the B region with a coarse
eﬀective grain size was 2.135 9 1014. In other words, the
average GND density increased with decreasing eﬀective
grain size. Many mobile dislocations can be generated
when the eﬀective grain size is small and the volume
fraction of AF is high. From the results, it is essential to
keep the carbon content below 0.04 wt pct to control
the interactions between dislocations and carbon atoms
during the thermal aging process in strain-based API
X60 pipeline steels. Cr and Ni can be used to form
ﬁne-grained AF and a large number of mobile dislocations during deformations. The dual-phase rolling condition helps to improve the low-temperature toughness
by ﬁne-grained PF.
METALLURGICAL AND MATERIALS TRANSACTIONS A

V.

CONCLUSIONS

Eight types of strain-based API X60 pipeline steels
were fabricated by varying the chemical compositions
and ﬁnish rolling temperatures, and their microstructures were analyzed to examine the correlation between
the microstructures and tensile properties of the steels
before and after 1 pct pre-strain and thermal aging at
473 K (200 °C).
1.

2.

3.

4.

In the 4N and 5C steels, the volume fractions of BF
and the secondary phases increased with increasing
C and adding Cr instead of Ni. In the 5C and 6NC
steels, the volume fractions of AF and BF decreased
with increasing C and adding Ni, whereas the
volume fractions of PF and the secondary phases
increased. In the 6NC and 6NM steels, the volume
fraction of BF was increased by adding Mo instead
of Cr, whereas the volume fractions of PF and the
secondary phases decreased.
In the ‘-S’ steels rolled in the single-phase region,
the volume fraction of PF ranged from 40 to 60 pct
and the volume fraction of AF ranged from 20 to
40 pct. In the ‘-D’ steels rolled in the dual-phase
region, the volume fraction of PF was more than
70 pct and the volume fraction of AF was below
20 pct. The effective grain size of the ‘-S’ steels was
slightly larger than those of the ‘-D’ steels because
fine PF grains (3 lm) were formed by the rolling
processes in the dual-phase region.
The strength of the ‘-S’ steels with a high volume
fraction of AF was higher than that of the ‘-D’
steels with a high volume fraction of PF, whereas
the yield point elongation and the strain hardening
exponent of the ‘-S’ steels was lower than that of the
‘-D’ steels. After the pre-strain and thermal aging
processes, all the tensile specimens showed discontinuous yielding behavior. In the ‘-D’ steels after the
pre-strain and thermal aging processes, the elongation and strain hardening exponent decreased,
whereas the strengths increased.
The uniform elongation after the pre-strain and
thermal aging processes decreased with increasing
volume fraction of PF, whereas the uniform elongation increased with increasing volume fraction of
AF. The strain hardening exponent increased with
increasing volume fraction of PF, whereas the strain
hardening exponent decreased with increasing volume fraction of AF and the effective grain size.
Many mobile dislocations can be generated when
the volume fraction of AF is high and the effective
grain size is small.
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