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1. Introduction

Intergranular reheat cracking occurs in the coarse-grained 
heat affected zone (CGHAZ) of weldment after post-weld 
heat treatment (PWHT) or under the service condition.1,2) It 
has been suggested that the reheat cracking is attributed to 
grain interiors strengthened by MX precipitates and soft prior 
austenite grain boundaries (PAGBs) resulting from the deple-
tion of alloying elements.3–6) During exposure to high temper-
ature, the thermal stress is concentrated at the soft denuded 
zone, causing the intergranular cracking in which the revealed 
PAGBs surfaces include dimples considered as micro-ductile 
fracture areas.7–9) On the other hand, lots of studies have 
supported that the segregation of impurities (especially, phos-
phorus) to the PAGBs causes the intergranular cracking by 
lowering the cohesive grain boundary strength.10–23) The T/
P23 heat-resistant steel (2.25Cr1.5WVNb) has been known to 
show a high susceptibility to the reheat cracking. Meanwhile, 
the T/P92 heat-resistant steel (9Cr1.5W0.5MoVNb) is not 
susceptible to the reheat cracking.1,2)

It is the purpose of this research to investigate the reason 
for the difference in intergranular cracking susceptibility of 
T/P23 and T/P92 heat-resistant steels.

2. Experimental Procedure

T/P2323) and T/P92 heat-resistant steels were prepared 
using vacuum induction melting. The chemical composi-
tions of the steels were analyzed by the optical emission 
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spectrometer (OES, OBLF QSN-750) and are shown in 
Table 1. These compositions follow American Society for 
Testing and Materials (ASTM) A213-T23 and A213-T92. 
The ingots were homogenized at 1 200°C for 1 hour and 
hot-rolled to 12 mm thick plates. Rectangular bars with a 
dimension of 11 ×  11 ×  150 mm3 were machined from the 
plates in the hot-rolling direction. These bars were given to 
a heat treatment at 1 050°C for 1 hour which was followed 
by air cooling and subsequently tempered at 750°C for 0.5 
hour under an argon atmosphere. After the heat treatment, 
tensile specimens of 8 mm gauge length and 7 mm gauge 
diameter were machined from the rectangular bars.

Reheat cracking observed just after the PWHT was 
simulated by a thermo-mechanical simulator (FDC, 
THERMECMASTOR-Z). The gauge part of each specimen 
was induction-heated to 1 200°C and 1 300°C at a heating 
rate of 25°C/s which is the limit heating rate for the precise 
temperature control. After holding at the temperature for 5 
seconds, the specimen was fast cooled to room temperature 
by helium gas. The specimens were again heated to 750°C 
which is usually the post-weld heat treatment (PWHT) 
temperature at a heating rate of 10°C/s. As soon as the 
temperature reached 750°C, the tensile test was carried 
out on the specimen without holding at the temperature at 
a cross-head speed of 0.5 mm/min. During tests, an inert 
argon atmosphere was maintained to minimize oxidation 
of specimens. After the tensile test, the specimen was fast 
cooled to room temperature with helium gas.

The microstructure and chemical information of phases 
were examined by a field-emission scanning electron micro-
scope (FE-SEM, ZEISS ULTRA-55) at 10 kV and field-
emission transmission electron microscope (FE-TEM, JEOL 
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JEM-2100F) equipped with an energy-dispersive spectro-
scope (EDS, OXFORD) at 200 kV. Fracture surfaces and 
reduction of area (RA) were investigated, using the FE-SEM 
after ultrasonic cleaning of specimens in acetone. In order 
to find high-angle PAGBs, electron backscatter diffraction 
(EBSD, FEI QUANTA 3D FEG) measurement was car-
ried out using a FE-SEM equipped with a TSL orientation 
imaging microscopy system at 20 kV. Carbon distribution 
depending on phases was examined by a field-emission elec-
tron probe micro-analyzer (FE-EPMA, JEOL JXA-8530F) 
at 15 kV. Hardness was measured with a Vickers indenter 
(Mitutoyo HM-200) using a force of 500 gf and a dwell 
time of 10 seconds.

The interfacial segregation behavior of solutes was inves-
tigated, using an Auger electron spectroscope (AES, PHI 
700). The AES specimens were machined from the tensile 
tested specimens in the tensile stress direction. They were 
chilled with liquid nitrogen in the AES for 1 hour and in-
situ fractured in ultra-high vacuum of 9 ×  10 −8 Pa or better. 
Typical parameters were the primary electron beam energy 
of 5 kV and an electron beam size of about 200 nm. About 
twenty points of grain boundaries were chosen for the AES 
analysis, respectively. The AES peaks of Fe703 and P120 
were used, and the peak to peak height ratios (PHR, I/IFe) 
obtained from the differential AES spectra were averaged.

3. Results

In order to predict phases formed during heat treatments 
and welding simulations, the equilibrium phase fractions 
are calculated by Thermo-Calc using the TCFE7 database 
and the results are shown in Fig. 1. The Nb-rich MX carbo-
nitrides in the T/P92 specimen are not dissolved into the 
matrix up to about 1 285°C. As shown in Fig. 2, some undis-
solved Nb-rich MX carbo-nitrides remain in the T/P92 steel 

Fig. 1. The equilibrium phase fractions in T/P92 steel calculated 
by Thermo-Calc using the TCFE7 database.

Fig. 2. Dark field image, diffraction pattern, scanning transmission electron microscopy-high angle annular dark field 
(STEM-HAADF) and energy-dispersive spectroscopy (EDS) mapping images of welding-simulated T/P92 
specimen at a peak temperature of 1 200°C.

Table 1. Chemical compositions of the prepared samples (wt.%).

C Si Mn P S Ni Cr Mo V Nb W N Fe

T/P2323) 0.10 0.32 0.54 0.01 <0.002 – 2.27 – 0.26 0.05 1.47 0.01 Balance

T/P92 0.08 0.38 0.50 0.01 <0.002 0.20 8.58 0.52 0.19 0.10 1.50 0.05 Balance
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after the welding simulation at 1 200°C. Moreover, δ-ferrite 
can be formed after the welding simulation at 1 300°C in 
the T/P92 steel, due to the relatively high chromium content.

Changes in prior austenite grain size of the T/P92 steel 
and phases with welding simulation temperature are shown 
in Fig. 3. Average grain size is only increased from 10 μm 
to 15 μm with increasing welding simulation temperature 
from 1 200°C to 1 300°C. This can be attributed to the 

Nb-rich MX particles which inhibit the growth of the prior 
austenite grains up to about 1 285°C. Also, when the T/P92 
steel is exposed at 1 300°C, δ-ferrite exists, as shown in Fig. 
3(b), and the measured phase fraction of δ-ferrite at room 
temperature is about 6%.

Figure 4 shows results of tensile test at 750°C and 
fracture mode of the T/P92 steel depending on peak tem-
perature. As shown in Fig. 4(a), regardless of the welding 
simulation peak temperature, the T/P92 steel shows large 
strains more than 55% and strain softening. Because the 
annihilation of dislocation and recovery of substructure 
are assisted by the deformation at high temperature,1) the 
fracture mode of the welding-simulated T92 steels is totally 
ductile in Figs. 4(b) and 4(c). They show high RA values 
more than 70%, as shown in Fig. 5(a). In Fig. 5(b), the 
phosphorus segregation concentrations at grain boundaries 

Fig. 3. Image quality (IQ) maps and grain boundary (GB) maps showing the boundaries with rotation angle from 15° to 
45° of specimens after welding simulation in T/P92 steel: (a) peak temperature of 1 200°C and (b) 1 300°C.

Fig. 4. Tensile test results at 750°C and the corresponding frac-
ture surfaces of welding-simulated specimens: (a) tensile 
test results of T/P92, (b) fractograph of T/P92 with a peak 
temperature of 1 200°C and (c) fractograph at 1 300°C. 
Here, TP is peak temperature of the welding simulation.

Fig. 5. The correlation between reduction of area (RA) and phos-
phorus segregation concentration: (a) RA of T/P92 and (b) 
peak height ratio (PHR) of phosphorus in T/P92.
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Fig. 6. Back-scattered electron (BSE) image and carbon distribu-
tion in welding-simulated T/P92 specimen with a peak 
temperature of 1 300°C. (Online version in color.)

Fig. 7. IQ maps and GB maps showing the boundaries with rotation angle from 15° to 45° of specimens after welding 
simulation in T/P23 steels with phosphorus content of 0.01 wt.%: (a) peak temperature of 1 200°C and (b) 
1 300 °C

of the T/P92 steel are very low and nearly similar at each 
welding simulation temperature.

Moreover, the ultimate tensile strength (UTS) of Fig. 
4(a) is higher in the T/P92 steel with welding simulation 
at 1 300°C than at 1 200°C, even though the average grain 
size is larger at the higher welding simulation temperature. 
As shown in Fig. 6, martensite has the higher carbon con-
tent than the δ-ferrite, because the solubility of carbon in 
austenite is higher than that in δ-ferrite in 9Cr heat-resistant 
steels.25) Therefore, the formation of δ-ferrite within the 
prior austenite grains can produce the higher average Vick-
ers hardness (HV 470) of the martensite matrix after the 
welding simulation at 1 300°C than that (HV 459) after the 
welding simulation at 1 200°C. This is because the strength 
of martensite increases with increasing carbon content.26) 
Consequently, the UTS is rather higher at the higher welding 

simulation temperature, as shown in Fig. 4(a).

4. Discussion

A previous study23) which investigated reheat cracking in 
the T/P23 heat-resistant steel has suggested that this steel is 
susceptible to reheat cracking due to the active phosphorus 
segregation at PAGBs. The prior austenite grain size is about 
110 μm when the steel was exposed to the welding simula-
tion at 1 300°C, as shown in Fig. 7(b). The average grain size 
of the welding-simulated T/P92 steel is much smaller than 
that of the T/P23 steel. As shown in Figs. 3(a) and 7(a), grain 
size in the T/P23 steel exposed to the welding simulation at 
1 200°C, about 50 μm, is also much larger than that in the T/
P92 steel exposed to same peak temperature. This is because 
all precipitates hindering grain growth in the T/P23 steel are 
dissolved into the matrix below 1 200°C during the welding 
simulation, based on calculation in previous research.27)

Changes in segregation concentration of phosphorus 
with grain size are calculated by the formula suggested by 
McLean28) and Ishida24) and this calculation can be applied 
to this research because segregating solute is only phosphorus 
and system in this study doesn’t show any precipitation reac-
tions directly related to the segregating phosphorus. The equi-
librium phosphorus segregation concentration is expressed by
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where xP and ox are the phosphorus concentration at the 
grain boundary and the bulk concentration of phosphorus, 
respectively. R is the average grain radius and t is the grain 
boundary thickness assumed to be 1 nm.24) R is the universal 
gas constant (8.314 J/mol·K) and GP

s  is the free energy of 
segregation which is formulated by
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where T is temperature in Kelvin.29) GP
s  is −56.298 kJ/mol 

at 750°C. In order to compare calculation and experimental 
results, the atomic fraction of phosphorus at grain boundar-
ies from AES results can be estimated by
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Fig. 8. Effect of grain size on phosphorus segregation concentra-
tion along grain boundary at 750°C.

where H is the Auger peak height from experiments and S 
is the sensitivity factor. The sensitivity factors of SFe, SP are 
0.205 and 0.613, respectively,30) and the evaluated results are 
shown in Fig. 8. The grain boundary segregation concentra-
tion of phosphorus increases with increasing grain size. This 
is because the decrease in total grain boundary area with 
increasing grain size increases the equilibrium grain bound-
ary segregation concentration of phosphorus at a given phos-
phorus bulk content. Therefore, the intergranular fracture 
behavior only in the T/P23 steel is mainly attributed to the 
much larger grain size which causes the much higher phos-
phorus segregation concentration during the tensile test at 
750°C. Even though the experimental results are lower than 
the calculation results showing the equilibrium phosphorus 
segregation concentration at grain boundaries, due to a very 
short time for reaching the equilibrium segregation concen-
tration, both results have a similar trend which shows abrupt 
increase in phosphorus segregation concentration,  when the 
prior austenite grain size is higher than about 40 μm.

Finally, the inhibition of prior austenite grain growth by 
the undissolved Nb-rich carbo-nitrides during the welding 
simulation produces the much smaller prior austenite grain 
size in the T/P92 steel. Therefore, the insensitivity to inter-
granular cracking of the T/P92 steel is mainly attributed to 
the much lower phosphorus segregation concentration at the 
grain boundaries during tensile test at 750°C which results 
from the smaller prior austenite grain size.

5. Conclusions

(1) After the exposure to a severe welding thermal 
cycle, MX carbo-nitrides in T/P23 heat-resistant steels are 
dissolved, but not in T/P92 steels, due to the higher niobium 
and nitrogen contents. Therefore, even though the peak 
temperature of welding thermal cycle is same, the T/P23 
steels show the much larger prior austenite grain size than 
the T/P92 steels. This is because the austenite grain growth 
is effectively interrupted by the Nb-rich MX carbo-nitrides 
during exposure to welding cycle.

(2) The calculation result showing changes in segrega-
tion concentration of phosphorus with grain size confirms 
that the phosphorus segregation concentration increases 
with increasing prior austenite grain size. In particular, 

it predicts that the phosphorus segregation concentration 
abruptly increases when the grain size is larger than about 
40 μm. This trend is consistent with experimental results. 
Therefore, the T/P23 heat-resistant steels with the larger 
grain size are highly susceptible to reheat cracking, because 
of the severe phosphorus segregation at grain boundaries.

(3) T/P92 heat-resistant steels show a low phosphorus 
segregation concentration at grain boundaries, because of 
the much smaller grain size than the T/P23 steels after the 
welding cycle exposure. Also, these steels contain δ-ferrite 
due to the high chromium content after the exposure to a 
peak temperature of 1 300°C, but this phase doesn’t have a 
detrimental effect on the cracking susceptibility. Therefore, 
T/P92 heat-resistant steels, which show ductile fracture with 
a high RA,  are not susceptible to reheat cracking, regardless 
of the peak temperature of welding cycle. 
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